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*is paper introduces a prototype of a low-energy high-temperature exposure sensor, which is a temperature-sensitive passive
UHF RFID tag that bends forward when exposed to warm air. *is “Bending Tag” design is based on a simple dipole antenna
fabricated from an electro-textile material. *e antenna has a 3D-printed substrate, which is constructed from a commercial
*ermo Reactive Filament that gets soft when exposed to 50°C for 30 seconds, causing the tag to bend forward and curve. *e
sensor tag initially has a read range of more than 6 meters throughout the global UHF RFID frequency band. After bending, there
is a significant decrease in the read range (to around 2–3 meters), which is caused by the changed backscattered power of the
sensor tag. In an office environment, the backscattered power changes from −36 dBm to −43 dBm. *e change in a sensor tag-
reference tag system as dP% is approximately 70%. Based on these initial results, our bending tag can be further developed to work
as a cost-effective low-energy sensor for monitoring high-temperature exposure.

1. Introduction

RFID is a system where the automatic identification of
remote objects can be done. Any arbitrary RFID system is
generally comprised of three main components, i.e., a reader
antenna, a tag, and a system where the communication
between the two components is maintained [1–3]. Passive
radio frequency identification (RFID) tags have been useful
in the commercial context due to their attribute of not
requiring a separate power source for operation, making
them low cost and easy to manufacture [4]. Passive tags
obtain their power from the signal provided by the reader,
and the communication between the reader and the tag
antenna is done by a method called backscattering [5].

A passive RFID system has been traditionally used for
applications involving inventory management, logistics, and
personnel identification. However, passive RFID technology
is capable of expanding beyond its traditional identification-
based applications. It can be utilized to perform as wireless
sensors, which are easy to manufacture, low cost, and effi-
cient [3, 6–8]. Adding sensing capabilities to passive RFID

tags has been widely studied [9–14], and by tracking changes
in the tags’ backscattered signals, passive UHF RFID tags
have been used for sensing without external sensors, such as
strain [15–19], moisture [20–24], pressure [25, 26], and
especially temperature sensors [27–29].

Advancements in 3D printing technology have en-
abled the possibility of manufacturing complex structures
with relative ease and low cost. Recent studies involving a
combination of 3D printing with RFID technology have
led to the development of specific 3D-printed antenna
layouts and substrate structures [30–32]. Although 3D
printing has been revolutionary in the field of
manufacturing, 3D-printed materials usually remain
static after being printed. However, it has recently been
presented that some materials exhibit physical or struc-
tural changes even after the 3D printing process is
completed when exposed to certain stimuli over time. *is
concept of printing is known as 4D printing. *e addi-
tional dimension, time, is the effect of the exposure of the
finished 3D-printed material to certain stimuli, such as
moisture, temperature, or light, in a controlled manner.
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*e application of stimuli can change the characteristics
or functionality of the 3D-printed object [33–35].

Previously, for example, Nitinol compound has been
demonstrated to be suitable for integration into UHF tags
due to its response to temperature variation, which seems to
be stable, especially at high temperatures [36]. In general, the
application of shape memory alloy in antennas is drawing
more research attention [37]. In this study, a 4D-printed
passive RFID-based temperature exposure sensor tag is
developed. *e antenna of the sensor tag was developed
using a flexible copper textile, while the sensing part of the
tag sensor was developed using a 3D-printed *ermo Re-
active Filament (TRF). When exposed to 50°C for 30 sec-
onds, the sensor tag underwent a change in shape, which
affected the backscattered signal strength. Furthermore, the
integrated reference tag held a stable wireless performance
during the bending of the sensor tag. *us, we can avoid the
effects of reflections or external disturbances on the sensor
performance, which will make our sensor tag functional at
different distances and in different environments. Such a
sensor tag-reference tag system has been used, for example,
in [19, 38–39]. To the best of our knowledge, this is the first
4D-printed passive RFID-based temperature exposure
sensor tag with a referenced readout.

2. Materials and Methods

2.1. 3D-Printed Substrate Preparation. For this experiment,
the *ermo Reactive Filament (TRF 45) manufactured by
Unitika Ltd. was used to prepare the sensor substrate. *e
filament is made of a special polyester. After the 3D printing
process, the printed structure softens when exposed to a
temperature above 45°C. It is in this state that the printed
structure can be further molded into any other shape from the
original shape after 3D printing. Upon cooling (i.e., when
cooled to below 45°C), the 3D-printed structure hardens [40].

*e printer used for the 3D printing process is the Prenta
Duo XL 3D printer. *e substrate that was printed is a
170mm× 5mm× 2mm substrate. It was printed at a tem-
perature of 210°C with an infill density of 100% and with a
printing speed of 10mm/s. *e height of the individual
layers is 0.1mm. To ease the printing process, Kapton
(polyamide film) was used, which acted as a base substrate
for support purposes only.*e TRF filament appears to print
much more smoothly on Kapton, and the removal of the
printed substrate is easier after the printing process. *e
printing process is as presented in Figure 1.

2.2. Sensor Tag Antenna and Reference Tag Antenna
Manufacture. *e tag antenna that was used for this ex-
periment is a dipole antenna, which is shown in Figure 2. It
was selected for its simplistic design, good read range (7.5
meters in air), and its relative ease of manufacture, and it has
been presented earlier in [41]. In this study, the dipole has a
uniform electro-textile conductor. *e length of the dipole
can be adjusted to achieve inductive input impedance to
conjugate-match the antenna to an RFID IC.

*ematerial used for the development of the tag antenna is
nonstretchable but highly flexible copper-plated polyester
textile (less EMF Cat. #A1212, surface resistivity: 0.05 ohm/sq,
and thickness: 0.08mm). *e material was cut manually in
accordance with the dimensions shown in Figure 1. An NXP
UCODEG2iL series RFID IC (Integrated Circuit) with a wake-
up power of −18dBm (15.8μW) was attached to the antenna
using Loctite Super Glue Precision, a transparent and strong
adhesive. In this manner, two tag antennas were first prepared
and used as reference tags. For the sensor tag manufacture, the
developed 3D-printed substrate was attached to the tag antenna
using textile glue, namely, Prym Textil+. In this manner, five
sensor tags were prepared.*e complete tag structure after the
RFID IC attachment is presented in Figure 3.

2.3. Measurements. *e 3D-printed substrate was observed
under the microscope. After the initial observation, the
substrate was placed within an oven and exposed to 50°C for
30 seconds, causing it to soften and bend. After the bent
substrate was cooled, it was again observed under the
microscope.

*e wireless performance of the Bending Tag was first
evaluated within an anechoic chamber by the Voyantic Tag-
formance RFID measurement system. *e system consists of
an RFID reader with an adjustable output power of up to
30dBm and an adjustable frequency range of 800–1,000MHz.
It also provides the tag’s backscattered signal strength, whose
lowest power rating is −80dBm. Initially, a reference tag is used
to calibrate the reader antenna of the system and the position of
the tag to be measured. *e theoretical read range between the
tag and the reader antenna is based on the measured path loss
and threshold power:

Figure 1: 3D printing of the TRF filament on polyamide film.
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Figure 2: Design of the bending tag antenna (a) and the 3D-printed
substrate (b).
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where EIRP is the emission limit of an RFID reader, given as
the equivalent isotropic radiated power. In this study,
EIRP� 3.28W, which is the emission limit in European
countries. *e wavelength transmitted from the reader
antenna is λ, and PTS and Lfwd are the measured threshold
power (the power required to activate the tag) and forward
losses, correspondingly [42].

Next, to measure the backscattered signal of the sensor
tags, the *ingmagic M6 Reader was used. It was comprised
of an RFID reader antenna via a connecting cable, and
interfacing software was used. *e operation of the reader
was maintained at a frequency range of 865.6–867.6MHz,
which is the European standard range for frequency. *e
power level of the reader antenna was maintained at 28 dBm.
*e sensor tags were measured within an office environ-
ment. *e reader was used to measure the backscattered
signal strength before and after exposure to a temperature of
50°C.

*e measurement of the backscattered signal strength
was conducted in two different stages. Firstly, the back-
scattered signal strength of the sensor tag only was
measured. *is was done to observe the sensing behaviour
of the developed sensor tag. In the second stage, a ref-
erence tag was used to measure the relative change in
backscattered signal strength. *e use of the reference tag
enables the sensor tag and reference tag system to be
stable. Using the reference tag enables the observation of
the relative change in backscattered signal strength values,
as apart from the “bending due to the heat” factor, all
other factors remain the same for the pair of tags. For the
measurement process, the sensor tag was placed at a
distance of 50 cm from the M6 reader antenna, as illus-
trated in Figures 3 and 4.

To measure the backscattered signal strength with the
reference tag, it was placed orthogonally at 3 cm apart from
the sensor tag, as presented in Figure 5. *is was done to
enable both tags to be within the same channel of the reader
antenna’s signal.

For high-temperature exposure sensing, the change in
backscattered power from its initial to its bent state was
compared using the following equation:

dP% �
Ptag − Pref

Pref




, (2)

where Ptag and Pref are the backscattered RSSI power
converted from dBm to mW, as explained in [30].

After acquiring the initial readings, the sensor tags were
placed within an oven to a temperature of 50°C for about 30
seconds. After exposure to 50°C, the sensor tag bent, as
illustrated in Figure 6. After the bending process, the sensor
tag was placed in a similar manner as the initial setup, as
illustrated in Figures 4 and 5.

3. Results and Discussion

3.1..ermoReactive Filament Study. Figure 7 represents the
bending behavior of the substrate, whereas Figure 8 rep-
resents the microscopic images of the substrate before and
after exposure to the oven. *e images were taken at both
sides of the filament, before and after exposure to 50°C.

*e bottom side of the filament, presented in Figure 8, is
the layer of the TRF filament that was printed first on
Kapton. When removed from Kapton, its surface turned out
to be very smooth.*e fine lines as seen in the images are the
gaps caused during the printing process. Although there has
been a significant change in shape based on a visual ob-
servation, the microscopic images presented in this segment
of the study show few changes within the structural ar-
rangement of the filament after exposure to 50°C. *e gaps
between the filament lines increased a little, whereas on the
top side, the filament appears to have become a bit rougher.

3.2. Sensor Tag Measurement. Initially, the read range
measurement of a sensor tag was conducted. Figure 9
represents the change in read range values from its initial
state to its bent state, i.e., after exposure to 50°C. *e the-
oretical read range of the sensor tag changed from a max-
imum value of approximately 8m to close to 3m within the
UHF range, signifying a reduction of approximately 5m. As
can be seen, in both stages, the sensor tag is functional
throughout the global UHF RFID frequency range.

*e change in backscattered signal strength from the
initial to the bent stage at 50°C is presented in Figure 10.
From there, it has been observed that the change in back-
scattered signal strength from the unbent state to the bent
state was approximately −36 dBm to −43 dBm. *e obser-
vation was quite similar for both sensor tags tested, as shown
in Figure 10.

In this segment of the sensor tag evaluation, i.e., the
evaluation of the single sensor tag, the significant decrease in
the backscattered signal strength from the initial unbent to
the bent state is indicative of the sensing behaviour of the tag.

Measurement of a sensor tag paired with a reference tag.
For the measurements with reference tags, two pairs of

sensor tags and reference tags were used. *e pairs were

(a) (b)

Figure 3: A ready-made bending tag: 3D-printed substrate side (a) and tag antenna side (b).*e thickness of the 3D-printed layer is 0.2mm
and the thickness of the antenna is 0.08mm.
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Figure 5: Arrangement of the sensor tag and reference tag test: unbent sensor tag (a) and bent sensor tag (b).
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Figure 6: *e bending process of the TRF filament and sensor tag from its unbent state to its bent state after exposure to the higher
temperature.
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Figure 7: *e developed substrate before exposure to the oven (a) and after exposure to the oven (b).
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Figure 4: Arrangement of the single sensor tag test: initially (a) and after bending (b).
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tested initially in the orientation as presented in Figure 4.
After the initial measurement, the pairs were placed within
the oven at 50°C for 30 seconds. *ey were then measured
for backscattered signal strength after the sensor tag bent.

Figure 11 presents the change in dP% or the relative change
in backscattered signal strength before and after exposure to
50°C. In this segment of the backscattered signal strength
evaluation, i.e., with the sensor tag and reference tag pair,
changes in dP% for both sample pairs were from approximately
30% in the initial state to close to 100% at their bent state, a
change of nearly 70%.

Curving of a dipole antenna significantly impacts its
performance, as shown also in previous studies
[24, 43, 44], and antenna-IC impedance mismatching has
been found to make the most effect. *is finding also
illustrates the sensing behaviour of the sensor tag in this

study, when only the factor of “bending due to heat” is
considered in the sensing environment. From the ex-
perimental observations, it can be determined that the
sensor tag presented in this experiment is significantly
sensitive to high temperature. *e rapid change in shape
within a short time frame of 30 seconds could make it an
effective sensor for monitoring exposure to high tem-
peratures. *ere are many applications, where keeping
the temperature below a specific maximum temperature
is vital, e.g., if a critical product must be kept below a
certain temperature during manufacturing, which can be
the case for pharmaceutical drugs and food products.
Furthermore, there can be a need to alarm about a
temperature rise in a certain working environment to
maintain safety and comfort. Although the sensor tag is
thin and stands steadily also when moved around, as the

50°C 
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200µm 200µm

(b)

Figure 8: Microscopic images: top side of the filament (a) and bottom side of the filament (b).
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Figure 9: Read range measurements of the sensor tag at the unbent and bent states.
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Figure 10: Change in backscattered signal strength during the unbent and subsequent bending states for Tag 1 (a) and Tag 2 (b).
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Figure 11: Change in dP% from the initial state to the bent state for Tag 3 (a) and Tag 4 (b).
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Figure 12: Continued.
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3D-printed layer is firm in a room temperature, this first
prototype of the sensor system may not be suitable for
environments where the sensor tag would be under harsh
vibration or mechanical stresses, which may be the case
for example in logistics applications.

3.3. Measurements of Sensor Tags at Different Temperatures.
To further evaluate the effects of different temperatures on
the sensor tag performance, sensor tags were exposed to the
following conditions: 45°C, 55°C, 60°C, 65°C, and 70°C for 30
seconds. As presented in Figure 12, 45°C for 30 seconds did
not cause a significant change in the sensor tag shape. *e

sensor tag was then tested for backscattered signal strength
measurement, in a way presented in Figures 4, and Figure 13
presents the change in the backscattered signal strength. As
can be seen from Figure 12, the change in the backscattered
signal from its initial state is not significant. *us, exposure
to 45°C for 30 seconds did not cause any major change to the
sensor tag performance, and it can be considered to be below
the threshold temperature of the sensor system.

*e sensor tag got fully flat already after 30 seconds in
55°C, and the result is the same in all higher temperatures, as
can be seen from Figure 12. When the sensor tag has reached
the fully flat condition, it was still working well as a sensor, as
can be seen from the backscattered signal strength
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Figure 13: Backscattered signal strength of tag 5 after exposure to different temperatures.
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Figure 12: Bending of a sensor tag when exposed to different temperatures: 45°C (a), 55°C (b), 60°C (c), 65°C (d), and 70°C (e).
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measurement results in Figure 13. *us, we can conclude
that the threshold temperature of the developed sensor tag is
50°C, and the sensor system can be used at least up to 70°C.

4. Conclusions

*e passive UHF RFID temperature sensor introduced in
this study has been evaluated for its wireless performance
when exposed to a high temperature. After exposure to a
temperature of 50°C for about 30 seconds, there was a de-
crease in the backscattered signal strength of the sensor tag
from −36 dBm to approximately −44 dBm. When compared
to a reference tag, the relative backscattered power change
varied by about 70%. As the change in the sensor tag shape
after being exposed to high temperature is irreversible under
normal conditions, the developed system could be developed
further for low-cost high-temperature exposure monitoring.
Based on these first results, the threshold temperature of the
developed sensor tag is 50°C, and the sensor system can be
used at least up to 70°C. As the sensor system is fully passive,
it is also a maintenance-free and cost-effective alternative for
more complex temperature monitoring systems. Future
studies will evaluate a more effective use of the proposed
design. Some aspects that need to be studied are varying the
temperature over a wider range or varying the infill density
and the thickness of the thermoconductive filament sub-
strate. Another aspect of future studies is to make the sensor
tag antenna more mechanically stable, which will enable a
wide variety of new applications for example in logistics.
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